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(57) ABSTRACT

The present invention relates to a substrate structure having
electronic components and a method of manufacturing a
substrate structure having electronic components and can
reduce signal loss and internal resistance and improve
process efficiency by bringing a first terminal of a first
electronic component and a second terminal of a second
electronic component in direct contact with each other or in
direct contact with each other by solder to minimize a path
between the electronic components.
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SUBSTRATE STRUCTURE HAVING
ELECTRONIC COMPONENTS AND
METHOD OF MANUFACTURING
SUBSTRATE STRUCTURE HAVING
ELECTRONIC COMPONENTS

CROSS-REFERENCE TO RELATED
APPLICATIONS

Claim and incorporate by reference domestic priority
application and foreign priority application as follows:

Cross Reference to Related Application

This application claims the benefit under 35 U.S.C. Sec-
tion 119 of Korean Patent Application Serial No. 10-2012-
0118028, entitled filed Oct. 23, 2012, which is hereby
incorporated by reference in its entirety into this application.

BACKGROUND OF THE INVENTION

1. Field of the Invention

The present invention relates to a substrate structure
having electronic components and a method of manufactur-
ing a substrate structure having electronic components.

2. Description of the Related Art

In recent times, as the trend of miniaturization and slim-
ming of electronic devices accelerate, techniques of manu-
facturing a multilayer substrate and embedding various
electronic components in the substrate have been proposed.

At this time, the electronic components embedded in the
substrate are passive elements such as inductors and capaci-
tors or active elements such as IC chips.

Meanwhile, products in which electronic components are
surface-mounted on a surface of a substrate as well as being
embedded in the substrate and the embedded electronic
components and the surface-mounted electronic components
are electrically connected to each other also have been
released.

As an example, Patent Document 1 discloses a structure
in which a semiconductor chip mounted on a surface of a
substrate and a semiconductor chip embedded in the sub-
strate are connected using vias and wiring patterns of more
than one stage.

However, in the conventional structures including Patent
Document 1 etc., since the electronic component mounted
on the surface of the substrate and the electronic component
embedded in the substrate are connected by a via etc., a
current moving path between the interconnected electronic
components is increased, thus increasing internal resistance,
occurring signal loss during transmission of signals between
the interconnected electronic components, and having limi-
tations in simplification and reliability of processes due to
the need for a process of forming a via, etc. to connect
electronic components.

RELATED ART DOCUMENT
Patent Document

Patent Document 1: Korean Patent Laid-open Publication
No. 2005-0031364

SUMMARY OF THE INVENTION

The present invention has been invented in order to
overcome the above-described problems and it is, therefore,
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an object of the present invention to provide a substrate
structure having electronic components that can reduce
internal resistance and a signal loss rate and simplify manu-
facturing processes.

Further, it is another object of the present invention to
provide a method of manufacturing a substrate structure
having electronic components that can reduce internal resis-
tance and a signal loss rate and simplify manufacturing
processes.

In accordance with one aspect of the present invention to
achieve the object, there is provided a substrate structure
having electronic components, including: a substrate having
one surface, the other surface opposite to the one surface,
and a cavity formed by penetrating between the one surface
and the other surface; a first circuit pattern and a second
circuit pattern provided on the one surface of the substrate;
a first electronic component inserted in the cavity and having
a first terminal formed on a surface; a filler for filling a space
between the cavity and the first electronic component; a
plated terminal formed in the first terminal of the first
electronic component; and a second electronic component
mounted on the one surface of the substrate and having a
second terminal electrically connected to the plated termi-
nal.

At this time, the plated terminal and the second terminal
may be in direct contact with each other by solder.

Further, the plated terminal and the second circuit pattern
may have the same height, and the second terminal may be
in direct contact with the plated terminal and the second
circuit pattern by solder.

Further, the substrate structure having electronic compo-
nents may further include an insulating portion for covering
the first circuit pattern.

Further, the substrate structure having electronic compo-
nents may further include a molding portion filled in a region
between the second electronic component and the substrate.

Further, the substrate structure having electronic compo-
nents may further include at least one of a third circuit
pattern and a fourth circuit pattern provided on the other
surface of the substrate.

Further, the filler may be plug ink.

In accordance with another aspect of the present invention
to achieve the object, there is provided a method of manu-
facturing a substrate structure having electronic compo-
nents, including the steps of: providing a substrate having
one surface, the other surface opposite to the one surface,
and a cavity formed by penetrating between the one surface
and the other surface; attaching a detach film to the one
surface of the substrate; fixing a first electronic component
by filling a filler in a space between the cavity and the first
electronic component after inserting the first electronic
component having a first terminal on a surface in the cavity
to attach the first electronic component to the detach film;
removing the detach film after fixing the first electronic
component; forming a first circuit pattern and a second
circuit pattern on the one surface of the substrate from which
the detach film is removed; forming a plated terminal on a
surface of the first terminal from which the detach film is
removed; and mounting a second electronic component so
that a second terminal of the second component having at
least one second terminal on at least one surface is electri-
cally connected to the plated terminal.

At this time, the step of mounting the second electronic
component may be performed so that the plated terminal and
the second terminal are in direct contact with each other by
solder.
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Further, the step of forming the first circuit pattern and the
second circuit pattern and the step of forming the plated
terminal may be performed in the same process so that the
plated terminal and the second circuit pattern have the same
height, and the step of mounting the second electronic
component may be performed so that the second terminal is
in direct contact with the plated terminal and the second
circuit pattern by solder.

Further, the method of manufacturing a substrate structure
having electronic components may further include the step
of forming a molding portion by filling an insulating resin in
a region between the second electronic component and the
substrate.

Further, the filler may be plug ink.

In accordance with still another aspect of the present
invention to achieve the object, there is provided a substrate
structure having electronic components, including: a sub-
strate having one surface, the other surface opposite to the
one surface, and a cavity formed by penetrating between the
one surface and the other surface; a first circuit pattern and
a second circuit pattern provided on the one surface of the
substrate; a first electronic component of which a portion is
inserted in the cavity and the remaining portion protrudes
outside the cavity and having a first terminal formed on a
surface; a filler for filling a space between the cavity and the
first electronic component; a first surface treatment layer
provided on an upper surface of the first terminal of the first
electronic component; and a second electronic component
mounted on the one surface of the substrate and having a
second terminal electrically connected to the first surface
treatment layer.

At this time, one surface of the first electronic component
may be positioned on the same horizontal plane as a hori-
zontal plane where an upper surface of the second circuit
pattern is positioned.

Further, the first surface treatment layer and the second
terminal may be in direct contact with each other by solder.

Further, the substrate structure having electronic compo-
nents may further include a second surface treatment layer
provided on the upper surface of the second circuit pattern,
and the second terminal may be in direct contact with the
first surface treatment layer and the second circuit pattern by
solder.

Further, the substrate structure having electronic compo-
nents may further include a third surface treatment layer
provided on a lower surface of the second terminal, and the
third surface treatment layer may be in direct contact with
the first surface treatment layer by solder.

In accordance with still another aspect of the present
invention to achieve the object, there is provided a method
of manufacturing a substrate structure having electronic
components, including the steps of: providing a substrate
having one surface, the other surface opposite to the one
surface, a seed layer made of a conductive material on the
one surface, and a cavity formed by penetrating between an
upper surface of the seed layer and the other surface;
attaching a detach film to the upper surface of the seed layer;
fixing a first electronic component by filling a filler in a
space between the cavity and the first electronic component
after inserting the first electronic component having a first
terminal on a surface in the cavity to attach the first
electronic component to the detach film; removing the
detach film after fixing the first electronic component;
forming a first circuit pattern and a second circuit pattern by
patterning the seed layer from which the detach film is
removed; forming a first surface treatment layer on a surface
of the first terminal from which the detach film is removed;
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and mounting a second electronic component so that a
second terminal of the second component having at least one
second terminal on at least one surface is electrically con-
nected to the first surface treatment layer.

At this time, the step of mounting the second electronic
component may be performed so that the first surface
treatment layer and the second terminal are in direct contact
with each other by solder.

Further, the method of manufacturing a substrate structure
having electronic components may further include the step
of forming a second surface treatment layer on an upper
surface of the second circuit pattern, wherein upper surfaces
of the first surface treatment layer and the second surface
treatment layer may be on the same horizontal plane, and the
step of mounting the second electronic component may be
performed so that the first surface treatment layer and the
second treatment layer are in direct contact with the second
terminal by solder.

Further, the method of manufacturing a substrate structure
having electronic components may further include the step
of forming a third surface treatment layer on a lower surface
of the second terminal, and the step of mounting the second
electronic component may be performed so that the third
surface treatment layer is in direct contact with the first
surface treatment layer by solder.

At this time, the first surface treatment layer may be an
Au-based SF coating layer.

BRIEF DESCRIPTION OF THE DRAWINGS

These and/or other aspects and advantages of the present
general inventive concept will become apparent and more
readily appreciated from the following description of the
embodiments, taken in conjunction with the accompanying
drawings of which:

FIG. 1 is a cross-sectional view schematically showing a
substrate structure having electronic components in accor-
dance with an embodiment of the present invention;

FIGS. 2a to 2f are process cross-sectional views sche-
matically showing a method of manufacturing a substrate
structure having electronic component in accordance with an
embodiment of the present invention;

FIG. 3 is a cross-sectional view schematically showing a
substrate structure having electronic components in accor-
dance with another embodiment of the present invention;
and

FIGS. 4a to 4g are process cross-sectional views sche-
matically showing a method of manufacturing a substrate
structure having electronic component in accordance with
another embodiment of the present invention.

DETAILED DESCRIPTION OF THE
PREFERABLE EMBODIMENTS

Advantages and features of the present invention and
methods of accomplishing the same will be apparent by
referring to embodiments described below in detail in con-
nection with the accompanying drawings. However, the
present invention is not limited to the embodiments dis-
closed below and may be implemented in various different
forms. The embodiments are provided only for completing
the disclosure of the present invention and for fully repre-
senting the scope of the present invention to those skilled in
the art. Like reference numerals refer to like elements
throughout the specification.

Terms used herein are provided to explain embodiments,
not limiting the present invention. Throughout this specifi-
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cation, the singular form includes the plural form unless the
context clearly indicates otherwise. When terms “com-
prises” and/or “comprising” used herein do not preclude
existence and addition of another component, step, operation
and/or device, in addition to the above-mentioned compo-
nent, step, operation and/or device.

For simplicity and clarity of illustration, the drawing
figures illustrate the general manner of construction, and
descriptions and details of well-known features and tech-
niques may be omitted to avoid unnecessarily obscuring the
discussion of the described embodiments of the invention.
Additionally, elements in the drawing figures are not nec-
essarily drawn to scale. For example, the dimensions of
some of the elements in the figures may be exaggerated
relative to other elements to help improve understanding of
embodiments of the present invention. The same reference
numerals in different figures denote the same elements.

The terms “first,” “second,” “third,” “fourth,” and the like
in the description and in the claims, if any, are used for
distinguishing between similar elements and not necessarily
for describing a particular sequential or chronological order.
It is to be understood that the terms so used are interchange-
able under appropriate circumstances such that the embodi-
ments of the invention described herein are, for example,
capable of operation in sequences other than those illustrated
or otherwise described herein. Similarly, if a method is
described herein as comprising a series of steps, the order of
such steps as presented herein is not necessarily the only
order in which such steps may be performed, and certain of
the stated steps may possibly be omitted and/or certain other
steps not described herein may possibly be added to the
method. Furthermore, the terms “comprise,” “include,”
“have,” and any variations thereof, are intended to cover a
non-exclusive inclusion, such that a process, method, article,
or apparatus that comprises a list of elements is not neces-
sarily limited to those elements, but may include other
elements not expressly listed or inherent to such process,
method, article, or apparatus.

The terms “left,” “right,” “front,” “back,” “top,” “bot-
tom,” “over,” “under,” and the like in the description and in
the claims, if any, are used for descriptive purposes and not
necessarily for describing permanent relative positions. It is
to be understood that the terms so used are interchangeable
under appropriate circumstances such that the embodiments
of the invention described herein are, for example, capable
of operation in other orientations than those illustrated or
otherwise described herein. The term “coupled,” as used
herein, is defined as directly or indirectly connected in an
electrical or non-electrical manner. Objects described herein
as being “adjacent to” each other may be in physical contact
with each other, in close proximity to each other, or in the
same general region or area as each other, as appropriate for
the context in which the phrase is used. Occurrences of the
phrase “in one embodiment” herein do not necessarily all
refer to the same embodiment.

Hereinafter, configurations and operational effects of the
present invention will be described in detail with reference
to the accompanying drawings.

FIG. 1 is a cross-sectional view schematically showing a
substrate structure 100 having electronic components in
accordance with an embodiment of the present invention.

Referring to FIG. 1, a substrate structure 100 having
electronic components in accordance with an embodiment of
the present invention may include a substrate 110, a first
circuit pattern 141, a second circuit pattern 142, a first
electronic component 120, a second electronic component
160, a plated terminal 145, and a filler 130.
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First, the substrate 110 may be formed in a plate shape by
using a common insulating material.

At this time, the substrate 110 may be made of a metal
material, and an insulating layer may be provided on a
surface of the substrate 110.

Further, the substrate 110 may perform a role of a com-
mon core layer in the substrate structure 100 having elec-
tronic components in accordance with an embodiment of the
present invention.

Meanwhile, a cavity may be formed in a region of the
substrate 110 to pass through an upper surface and a lower
surface of the substrate 110, and the first electronic compo-
nent 120 may be embedded in the cavity.

Further, a circuit pattern, which is made of a conductive
material, may be formed on one surface or both surfaces of
the substrate 110. For the convenience of description, in the
present specification, the circuit patterns formed on the
upper surface of the substrate 110 are referred to as the first
circuit pattern 141 and the second circuit pattern 142, and
the circuit patterns formed on the lower surface of the
substrate 110 are referred to as a third circuit pattern 143 and
a fourth circuit pattern 144.

As described above, the first electronic component 120
may be embedded in the cavity of the substrate 110.

At this time, the first electronic component 120 may be
various active elements, passive elements, etc. In the draw-
ing appended to the present specification, it is shown as an
example that the first electronic component 120 is a passive
element, particularly a capacitor referred to as an MLCC.

A first terminal 121 may be provided on an outer surface
of the first electronic component 120 to transceive a current
or a signal with the outside.

In embedding the first electronic component 120 in the
cavity, as shown in FIG. 1, the first electronic component
120 may be embedded in the cavity so that one surface of the
first electronic component 120 and one surface of the
substrate 110 are positioned on the same horizontal plane.

Meanwhile, the filler 130 is filled in a space between the
cavity and the first electronic component 120 to stably fix the
first electronic component 120 in the cavity.

At this time, the filler 130 may be plug ink.

Further, the plated terminal 145 may be formed in the first
terminal 121 of the first electronic component 120.

The plated terminal 145 may be formed together in the
process of forming the above-described first circuit pattern
141 and second circuit pattern 142.

Further, the plated terminal 145 may be formed at the
same height as the second circuit pattern 142.

Next, the second electronic component 160 also may be
various active elements, passive elements, etc. In the draw-
ing appended to the present specification, it is shown as an
example that the second electronic component 160 is an
active element such as an active die or an IC chip.

A plurality of external connection terminals may be
provided on one surface of the active element, and the
external connection terminal will be referred to as a second
terminal 161 in the present specification.

Meanwhile, the plated terminal 145 of the above-de-
scribed first electronic component 120 may be directly
connected to the second terminal 161 of the second elec-
tronic component 160.

At this time, the plated terminal 145 and the second
terminal 161 may be in direct contact with each other by
solder 170.

That is, a reflow process may be performed while making
the second terminal 161 and the plated terminal 145 adjacent
to each other in a state in which solder resist is applied on
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at least one of the second terminal 161 and the plated
terminal 145 to physically couple and electrically conduct
the second terminal 161 and the plated terminal 145 at the
same time.

Further, in some cases, it is needed for the second
electronic component 160 to be electrically connected to the
second circuit pattern 142 etc. as well as the first electronic
component 120. In the substrate structure 100 having elec-
tronic components in accordance with an embodiment of the
present invention, since the plated terminal 145 and the
second circuit pattern 142 can be formed at the same height,
the second terminals 161 can be coupled with the second
circuit patterns 142 as well as the plated terminal 145.

Accordingly, a plurality of electronic components formed
on different layers can be directly connected to each other
and a path between the electronic components can be
minimized, thus reducing signal loss and overcoming vari-
ous problems due to internal resistance.

Further, in the prior art, since electrical connection
between electronic components should be implemented
using various vias, conductive patterns, etc., the number of
processes is increased, but in the substrate structure 100
having electronic components in accordance with an
embodiment of the present invention, it is possible to
overcome these problems.

Meanwhile, in the present specification and drawings, the
circuit patterns formed on the one surface of the substrate
110 are classified into the first circuit pattern 141 and the
second circuit pattern 142. The second circuit pattern 142
means a pattern in direct contact with the second terminal
161 of the second electronic component 160, and the first
circuit pattern 141 means a pattern which is not in direct
contact with the second terminal 161 of the second elec-
tronic component 160 and in some cases, means a pattern
applied with an insulating portion 150 to secure insulation.

However, this is only the classification for the conve-
nience of description and understanding and should not be
interpreted as limiting the scope of the present invention.

Meanwhile, a molding portion 180 may be further pro-
vided to firmly support coupling while protecting the second
electronic component 160 and the coupled portion in a state
in which the second terminal 161 of the second electronic
component 160 and the plated terminal 145 are coupled with
each other.

At this time, the molding portion 180 may be formed by
filling an insulating resin in a region between the second
electronic component 160 and the substrate 110.

Meanwhile, as shown in FIG. 1, various circuit patterns
such as the third circuit pattern 143 and the fourth circuit
pattern 144 may be provided on the other surface of the
substrate 110, that is, on the lower surface of the substrate
110.

Further, although not shown, a through hole via (THV) or
a typical via, which passes through the substrate 110, may be
provided to electrically connect the first circuit pattern 141
formed on the one surface of the substrate 110 and the third
circuit pattern 143 formed on the other surface of the
substrate 110.

Further, for electrical connection with other substrate
structures etc., a solder 170 ball etc. may be provided on a
surface of the fourth circuit pattern 144.

FIGS. 2a to 2f are process cross-sectional views sche-
matically showing a method of manufacturing a substrate
structure having electronic components in accordance with
an embodiment of the present invention.

Hereinafter, a method of manufacturing a substrate struc-
ture having electronic components in accordance with an
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8
embodiment of the present invention will be specifically
described with reference to FIGS. 24 to 2f.

First, referring to FIG. 2a, a detach film (DF) is attached
to one surface of a substrate 110 having a cavity, and a first
electronic component 120 is inserted in the cavity so that one
surface of the first electronic component 120 is attached to
the DF.

At this time, since the DF can form a plane, the one
surface of the first electronic component 120 can be posi-
tioned on the same horizontal plane as the one surface of the
substrate 110.

Next, a filler 130 such as plug ink is filled in a region
between the cavity and the first electronic component 120 to
firmly fix the first electronic component 120 in the cavity.

Next, referring to FIG. 25, after removing the DF, a first
circuit pattern 141, a second circuit pattern 142, and a plated
terminal 145 are formed.

At this time, the first circuit pattern 141, the second circuit
pattern 142, and the plated terminal 145 may be formed at
the same time by applying various methods of forming a
conductive pattern.

Further, a third circuit pattern 143, a fourth circuit pattern
144, etc. may be formed on the other surface of the substrate
110, that is, on a lower surface of the substrate 110 when
necessary.

Further, as shown in FIG. 2¢, an insulating portion 150
may be formed to cover a portion required to secure insu-
lation, that is, the entire first circuit pattern 141 and third
circuit pattern 143 and a portion of the fourth circuit pattern
144 when necessary.

At this time, the insulating portion 150 may be formed by
removing an insulating material from a region where a
second electronic component 160 is to be coupled with the
plated terminal 145 and the second circuit pattern 142 or a
region of the fourth circuit pattern 144 where a solder 170
bump is to be formed after uniformly applying the insulating
material on the entire one surface or other surface of the
substrate 110 and curing the applied material.

Next, referring to FIG. 2d, the second electronic compo-
nent 160 having a plurality of second terminals 161 on a
bottom is mounted.

At this time, solder resist may be applied on the second
terminal 161.

Next, referring to FIG. 2e, the second electronic compo-
nent 160 is mounted so that the second terminal 161 of the
second electronic component 160 is in direct contact with
the plated terminal 145 by solder 170.

That is, the second terminal 161 and the plated terminal
145 are physically and electrically coupled by aligning the
second electronic component 160 on the substrate 110 and
pressing the second electronic component 160 downward in
a state in which the second terminal 161 and the plated
terminal 145 face each other while supplying a hot wind at
this time to cure the solder resist.

Further, some of the second terminals 161 may be coupled
with the second circuit pattern 142 in a similar manner when
necessary.

Next, referring to FIG. 2f, a molding portion 180 is
formed by filling an insulating resin in a region between the
second electronic component 160 and the substrate 110.

Accordingly, by applying the method of manufacturing a
substrate structure 100 having electronic components in
accordance with an embodiment of the present invention, it
is possible to improve process efficiency since processes can
be simplified compared to a conventional method requiring
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aprocess of forming a via, a process of forming a conductive
pattern, and a process of mounting an electronic component,
etc.

FIG. 3 is a cross-sectional view schematically showing a
substrate structure 200 having electronic components in
accordance with another embodiment of the present inven-
tion.

Referring to FIG. 3, a substrate structure 200 having
electronic components in accordance with another embodi-
ment of the present invention includes a substrate 110, a first
circuit pattern 241, a second circuit pattern 242, a first
electronic component 120, a second electronic component
160, a first surface treatment layer 291, and a filler 130.

Hereinafter, a configuration in accordance with the pres-
ent embodiment will be described centering on differences
from the above-described embodiment, and repeated
descriptions will be omitted.

In accordance with the present embodiment, the first
electronic component 120 is embedded in a cavity of the
substrate 110. A portion of the first electronic component
120 may be inserted in the cavity, and the remaining portion
thereof may protrude outside the cavity.

Meanwhile, the filler 130 such as plug ink is filled in a
space between the cavity and the first electronic component
120 to stably fix the first electronic component 120 in the
cavity.

Further, the filler 130 also may be provided in the region
from which the first electronic component 120 protrudes.

At this time, one surface of the first electronic component
120 may be positioned on the same horizontal plane on a
horizontal plane where an upper surface of the second circuit
pattern 242 is positioned.

Meanwhile, a first terminal 121 may be positioned on the
one surface of the first electronic component 120, and the
first terminal 121 may be directly connected to a second
terminal 161 of the second electronic component 160.

However, when the first electronic component 120 is an
MLCC, generally, since there is a limitation in forming
roughness on a surface of an external electrode of the
MLCC, the MLCC may not be firmly coupled when being
in contact with other conductive materials.

Therefore, in the substrate structure 200 having electronic
components in accordance with the present embodiment, the
first surface treatment layer 291 is provided on a surface of
the first terminal 121 of the first electronic component 120.

At this time, the first surface treatment layer 291 may be
implemented with an Au-based SF coating layer.

Further, due to the same reason, a second surface treat-
ment layer 292 and a third surface treatment layer 293 may
be provided on an upper surface of the second circuit pattern
242 and a lower surface of the second terminal 161 of the
second electronic component 160, respectively.

Meanwhile, solder 270 may be provided between the first
surface treatment layer 291 and the second terminal 161 of
the second electronic component 160 or between the first
surface treatment layer 291 and the second surface treatment
layer 292 to bring direct contact therebetween.

FIGS. 4a to 4g are process cross-sectional views sche-
matically showing a method of manufacturing a substrate
structure having electronic components in accordance with
another embodiment of the present invention.

Hereinafter, a method of manufacturing a substrate struc-
ture having electronic components in accordance with
another embodiment of the present invention will be spe-
cifically described with reference to FIGS. 4a to 4g.
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However, a configuration in accordance with the present
embodiment will be described centering on differences from
the above-described embodiment, and repeated descriptions
will be omitted.

First, referring to FIG. 4a, a substrate 110, which has a
seed layer 240S made of a metal material on one surface and
a cavity formed by penetrating between an upper surface of
the seed layer 240S and the other surface of the substrate
110, is provided.

Next, a detach film (DF) is attached to the upper surface
of the seed layer 240S, and a first electronic component 120
is inserted in the cavity so that one surface of the first
electronic component 120 is attached to the DF.

At this time, since the DF can form a plane, the one
surface of the first electronic component 120 can be posi-
tioned on the same horizontal plane as the upper surface of
the seed layer 240S.

Next, a filler 130 such as plug ink is filled in a region
between the cavity and the first electronic component 120 to
firmly fix the first electronic component 120 in the cavity.

Next, referring to FIG. 4b, a first circuit pattern 241 and
a second circuit pattern 242 are formed by patterning the
seed layer 240S after removing the DF.

At this time the first circuit pattern 241 and the second
circuit pattern 242 may be formed by applying various
methods of forming a conductive pattern.

Further, a third circuit pattern 143, a fourth circuit pattern
144, etc. may be formed on the other surface of the substrate
110, that is, on a lower surface of the substrate 110 when
necessary.

Further, as shown in FIG. 4¢, an insulating portion 150
may be formed to cover a portion required to secure insu-
lation, that is, the entire first circuit pattern 241 and third
circuit pattern 243 and a portion of the fourth circuit pattern
144 when necessary.

Next, referring to FIG. 4d, a first surface treatment layer
291 is formed on a surface of a first terminal 121 of the first
electronic component 120 from which the DF is removed.

At this time, the first surface treatment layer 291 may be
implemented with an Au-based SF coating layer, and a
second surface treatment layer 292 may be provided on each
of an upper surface of the second circuit pattern 242 and a
lower surface of a second terminal 161 of a second elec-
tronic component 160.

Next, referring to FIG. 4e, the second electronic compo-
nent 160 having a plurality of second terminals 161 on a
bottom is mounted.

At this time, a third surface treatment layer 293 may be
provided on the lower surface of the second terminal 161,
and solder paste may be applied under the third surface
treatment layer 293.

Next, referring to FIG. 4f; the second electronic compo-
nent 160 is mounted so that the second terminal 161 of the
second electronic component 160 or the third surface treat-
ment layer 293 is in direct contact with the first surface
treatment layer 291 by solder 270.

Further, some of the second terminals 161 may be coupled
with the second circuit pattern 242 in a similar manner when
necessary.

Next, referring to FIG. 4g, a molding portion 180 is
formed by filling an insulating resin in a region between the
second electronic component 160 and the substrate 110.

Since the present invention configured as above directly
connects a plurality of electronic components formed on
different layers in a multilayer substrate structure, it is
possible to reduce signal loss and internal resistance by
minimizing a path between the electronic components.
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Further, it is possible to improve manufacturing efficiency

by simplifying processes compared to the prior art.

What is claimed is:

1. A substrate structure having electronic components,

comprising:

a substrate having one surface, the other surface opposite
to the one surface, and a cavity formed by penetrating
between the one surface and the other surface;

a first circuit pattern and a second circuit pattern provided
on the one surface of the substrate;

a first electronic component of which a portion is inserted
in the cavity and the remaining portion protrudes
outside the cavity and having a first terminal formed on
a surface;

a filler for filling a space between the cavity and the first
electronic component;

a first surface treatment layer provided on an upper
surface of the first terminal of the first electronic
component;

a second electronic component mounted on the one sur-
face of the substrate and having a second terminal
electrically connected to the first surface treatment
layer;

a second surface treatment layer provided on the upper
surface of the second circuit pattern; and
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a third surface treatment layer provided on a lower surface
of the second terminal,

wherein an upper surface of the first electronic component
is positioned higher than an upper surface of the
substrate,

wherein the first terminal is formed on the upper surface
of the first electronic component;

wherein the second terminal is provided in plurality, and
some of the plurality of second terminals are coupled to
the first terminal and a rest of the plurality of second
terminals are coupled to the second circuit pattern;

wherein the first surface treatment layer and the third
surface treatment layer are in direct contact with each
other by way of solder, and

wherein the second surface treatment layer and the third
surface treatment layer are in direct contact with each
other by way of solder.

2. The substrate structure having electronic components
according to claim 1, wherein the upper surface of the first
electronic component is positioned on the same horizontal
plane as a horizontal plane where the upper surface of the
second circuit pattern is positioned.

#* #* #* #* #*



